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3| 1 SURFACE FINISH B
PRIOR TO ASSEMBLY, THE FLANGE REQUIRES
ELECTROLYTIC NICKEL PLATING AT 2 MICRONS SECNTION A-A
MIN; AFTER ASSEMBLY, ELECTROLESS NICKEL
PLATING 3-6 MICRONS ON THE ENTIRE HEADER.
) BILL OF MATERIAL
2, HERMETICITY: 1%10-8 atmcc/sec TTEM PN Description Qty
3. C OF C SHALL ACCOMPANY EACH SHIPPMENT L 050-00426-01 HEADER, CRS 1010 1
2 050-00426-02 PIN, ALLOY 52 2
4, PARTS TO BE PACKED TO AVDID DAMAGE. 3 050-00486-03 EIN, ALty o2 !
4 050-00426-04 GLASS PREFORM 2
A [TOLERANCE (All Dimensions ore In mm unless othervise specified. Dimenslona fn [ ] ore In inches)| ©
X XX XXX Angle Fraction
0.12 ——= 0.5 1/64
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